
 

TEST RESULTS REPORT NOTICE, Test Round 2025, 2026 
 
Date: 27-03-2026 
Applicant/Member: KOREA PETROCHEMICAL IND. CO., LTD. 
Product Identification No.: 7489 
Commercial Name of Product: P600 BL 
Testing Period: 1-2025 to 3-2026 
Batch Code: 34N123 
 
 
Note: All tests have been performed according to the PE100 + Association procedures and 
requirements. 
 
Tests Pipe Number Judgement per Test 

 1 2 3 4 5 Passed 
(„P“) 

Failed 
(„F“) 

Creep Rupture Test 1) 
Pressure Test at 20°C and 12.0 MPa 
ISO 1167 

> 200 h 
test 

inter-
rupted 

> 200 h 
test 

inter-
rupted 

> 200 h 
test 

inter-
rupted 

  P  

Stress Crack Resistance 2) 
Pipe Notch Test at 80°C and 9.2 bar 
ISO 13479 

> 500 h 
test 

inter-
rupted 

> 500 h 
test 

inter-
rupted 

> 500 h 
test 

inter-
rupted 

  P  

Resistance to RCP 3) 
S4 Test at 0°C 
ISO 13477 

No 
propag
ation at 

5 bar 

No 
propag
ation at 

7 bar 

No 
propag
ation at 

9 bar 

No 
propag
ation at 
10 bar 

 P  

All tests are performed on ø110 mm - SDR 11 pipes. 
 
1) Test institute: CEIS, Madrid, Spain. 
2) Test institute: IIP s.r.l., Monza, Italy. 
3) Test institute: Becetel v.z.w., Melle, Belgium. 
 
 
 
Overall Result: Satisfactory 
 
 
Kiwa Nederland B.V.  
 
 
By:                                    
      
 
Name: J. Braamhaar 
 
 
 
 
Title:  Administrator/Secretary Technical Committee, PE100+ Association. 

 


