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ELEMENT TEST REPORT P-21-156-v2

DETERMINATION OF THE LONG-TERM HYDROSTATIC STRENGTH
IS0 9080:2012-evaluation of the black PE pipe grade P600BL from Korea
Petrochemical Ind. Co., Ltd.
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